YBI399 : NSIALMSYUNITNAFDULISHVAAMNTUNITNAZDULBATARNABUNSA

g : WAV AUR 59130044532

s A a

WIWITND &R 59130046165

We3als9U Nedeau 59130046695

[

¢ L% a a % s
21915991U3 NN AIAATNN IIAUIUNT

UNANED

n1InageuNsuadmivueafiadnasuningnind oud ulueamnageulAINTsunIsNIg

a Y = 4' - ¢ | o 9 v oo v &
U Ing1deguasIvsil s esdauazaunsaigngentismarusuniiielinisageuduluniy
1IM351U ASTM D 1559 nan1snnasuiesnulananundedols lagdAmanisnagauiioutfss
dnsulagmegeudediu duranegeund1inniwain 9 asumwmas aledmiuldusznauns

mmegeuisuvagninvuiteUsylevdlumsiteunisaauiasusn1sinnis



Title : Laboratory Preparation of Marshall Test of Asphaltic Concrete

By : Miss. Watchara Somdee 59130044532
Mr. Avirut Seechat 59130046165

Mr. Rungrot Thongon 59130046695

Advisor : Chartrabhumi Viratjandr ( Ph.D.)

ABSTRACT

The Marshall Test was set up at Higshway Material Laboratory Ubon Ratchathani
University. The apparatus and machine was set up and calibrated and the Marshall test was
tested following ASTM D 1559. The prelimarly test results showed the consistent results and
was comparable to the 9" division of the highway department. The standard procedures of

Marsall test manual is prepared and exhibited in the laboratory for lab asers.



